
Thermal History Control of RO membrane Materials  
Investigated by 13C and 23Na solid-state NMR 

Polymer chain motions monitored by 13C NMR  
demonstrate a correlation with water transport 

Thermal annealing effect is clearly 
evidenced on 23Na NMR spectra 


